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CUSTOMER NAME: TOPFLOR PLASTICS NANTONG CO.,LTD.

ADDRESS: NO.10, TAO YUAN ROAD, NANTONG JIANGSU, CHINA

Sample Name : Sports Flooring

Product Specification : 8mm

Product or Lot No. : 2408016

Manufacturer : TOPFLOR PLASTICS NANTONG CO.,LTD.

Above information and sample(s) was/were submitted and confirmed by the client. SGS, however, 
assumes no responsibility to verify the accuracy, adequacy and completeness of the sample 
information provided by client.

***********
Date of Receipt : 2024-08-09

Testing Period : 2024-08-09 ~ 2024-08-21

Test result(s)   : For further details, please refer to the following page(s)
(Unless otherwise stated the results shown in this test report refer only 
to the sample(s) tested)

Signed for
SGS-CSTC Standards Technical 
Services Co., Ltd. Guangzhou 
Branch.

Ben Xue
Authorized signatory
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Summary of Results:
No. Test Item Test Method Result

1 Shock Absorption EN 14808:2005 37%

Original Sample Photo:
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Test Item: Shock Absorption

Sample Description: See photo

Test Method: EN 14808:2005

Test Condition: 

Specimen: 500mm×500mm, 3pcs

Precondition: at (23±2)°C for 40h.

Falling weight: (20±0.1)kg

Falling height: (55±0.25)mm

Spring rate: (2000±60)N/mm

Test Result: 

Specimen No. 1 2 3 Mean value

Shock Absorption, % 38 37 36 37

Note: Test Item was carried out by other laboratory in SGS group.

Appendix information: 

The test report shall only be used for clients’ scientific research, teaching, internal quality control, 
product research and development, etc., and just for internal reference.

********End of report********
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